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ABSTRACT

A 17-month program was conducted to develop an electrochemical machining
process for rifling 25mm, 7~foot-long gun barrels with gain twist rifling.
Using a stationary electrode approach, a process and appropriate tooling and
operating parameters were developed and demonstrated by rifling two barrels
each of 4340 steel, Pyromet X-15 and CG~27, and one barrel each of Pyromet 860
and Alloy 718. Dimensional and metallographic evaluations of the rifled bar-
els verified that this process has high potential as a production rifling
technique for steel and superalloy barrels. A producibility study was con-
ducted to predict production costs. A secondary objective of the program was
to investigate the feasibility of electrochemically drilling gun barrels in
the 25mm size range utilizing a conventional forward flow and a new reverse
flow process. The conventional forward flow process showed that deep holes
could be drilled, but dimensional control could not be maintained. The
reverse flow process showed considerably more promise with improved dimen-

sional control.
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this report documents test and evaluation; distribution
limitation applied July 1974, Other requests for this
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SECTION I
INTRODUCTION

Increasing requirements for improved gun barrel materials have become
apparent with the development of new high performance weapon systems. With
these new systems, gun barrels must withstand higher muzzle velocities, higher
firing rates, and more severe firing schedules, which not only increase barrel
erosion rates, but also cause potential barrel overheating and possible struc~-
tural failure. The Air Force has actively pursued solutions to the high per-
formance barrel problem for several years by funding several research and
development programs with the objective of developing new barrel concepts,
materials, and fabrication procedures. Thesc programs, as well as internally
funded barrel technology programs conducted at the contractor facility, have
involved high strength steels and stainless steels, superalloys, and refrac-
tory metals. The work has indicated that generally the more erosion-resistant
materials are also the most difficult to fabricate by conventional techniques,
and before improved materials can be incorporated into new barrel designs,
non-conventional high production rate fabrication processes must be developed
in order to maintain cost effectiveness.

A significant advancement in barrel fabrication technology was achieved
under Air Force Contract F08635-71-C-0209, "Development of an Electrochemical
Machining Technique for Rifling Lined Gun Barrels." This contract resulted
in development of an electrochemical rifling process for caliber .220 Swift
barrels fabricated from gun steel, and iron-base, nickel-base, and cobalt-
base superalloys. The process not only produced excellent surface finishes
and good dimensional control but also proved to be very rapid and potentially
inexpensive when compared with conventional rifling methods. Based on the
success of this program, an extrapolation of the process to larger calibers
and longer barrel lengths was recommended.

As a follow-on to the small caliber electrochemical rifling work, the
Air Force awarded Contract F08635-73-C-0091, "Electrochemical Machining of
Automatic Gun Barrels,” with the objective of developing an electrochemical
rifling process for 25mm, 7-foot-long barrels with gain-twist rifling fab-
ricated from high strength stainless steels and superalloys., Preliminary
investigations of electrochemical drilling of gun barrels were also included
in this contract, and this effort was subsequently increased by an added task
under Contract F08635-73~C-0057, "Fabrication of Composite Test Barrels."
This final report documents the electrochemical machining process development
work performed under both contracts. A summary of the program and result-
ing conclusions and recommendations are presented in Section II. Sections
III and IV present detailed procedvres and results of the development
effort, and Section V summarizes an electrochemical rifling producibility
study conducted during the program,
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SECTION II

SUMMARY

2.1 TECHNICAL APPROACH

The primary objective of the program was to develop an electrochemical
machining process for rifling medium caliber (20 to 4Omm) gun barrels made
from high strength, erosion resistant materials. The intent was to develop a b
process that could ultimately be scaled up for use as a high volume production
technique. A secondary objective was to explore the feasibility of electro-
chemically drilling gun barrels in an effort to ultimately reduce barrel fab- .
rication costs.

The electrochemical rifling effort consisted of initially developing
electrode configurations and electrochemical machining parameters on 12-inch
long barrel sections of 4340, Pyromet X-15, Pyromet 860, Alloy 718, and
CG-27. The electrode designs and machining parameters were then scaled up for
full length (7-foot) barrels, and one or two blanks of each of the five mate-
rials were successfully rifled. Two Pyromet X-15 electrochemically rifled
blanks were finish machined into GAU-7/A barrels in preparation for future
erosion testing.

The electrochemical gun barrel drilling effort consisted of an attempt
to establish feasibility by drilling short (8-12 inch) lengths of 4340 steel
and Pyromet X-15 utilizing two processes, i.e., the conventional forward flow
process and a new reverse flow process., The latter process proved to
be the more attractive and several holes with excellent surface finishes were
electrochemicallydrilled in each material. Equipment limitations prevented
successful demonstration of adequate dimensional control, but feasibility was
clearly established.

2.2 CONCLUSIONS AND RECOMMENDATIONS

Based on the effort briefly summarized above and detailed in Sections TII
and IV, the following conclusions and recommendations were made:

1. Electrochemical rifling of medium caliber (20 to 40mm) barrels is a
very attractive process which offers excellent surface finishes, good
dimensional control, and low predicted costs in production quantities.

2. The predicted production electrochemical rifling costs are essen-
tially the same for gun steels, high strength stainless steels, and super-
alloys. These costs would result in a considerable saving compared to
conventional techniques, particularly for difficult~to-machine superalloys.

3., Electrochemical machining appears to be very useful for drilling
medium caliber (20 to 40mm) gun barrels. However, additional work is
required before scaling up to actual gun barrel lengths can be achieved.
This process offers significant potential cost savings on difficult-to~
drill alloys.

R i A e et e A Rem eyt s -




SECTION III

TASK I - ELECTROCHEMICAL RIFLING PROCESS DEVELOPMENT

The approach for this task was to scale up the electrochemical rifling
process developed under Contract F08635-71-C-0209 for Caliber .220 Swift bar-
rels to 25mm, 7~foot-long barrels with gain twist rifling. The procedure
consisted of developing tools and electrochemical machining parameters on
12~inch-long, 25mm barrel sections, then scaling-up to the full length 7-foot-
long barrel blanks. The following paragraphs present details of the technical
effort and results.

3.1 BARREL MATERIALS

The materials selected for this program were Pyromet X-15, Pyromet 860,
CG-27, and Alloy 718, which are representative of high strength stainless
steels and intermediate temperature iron-base and n.ckel-base superalloys with
potential for use as high performance barrel materials. Also, 4340 steel was
used as an inexpensive material for tooling checkout and is representative of
a typical gun-barrel steel. The materials were purchased in bar stock form,
heat treated, and conventionally gun barrel drilled and honed to an I.D. of
0.984 4+0.002/-0.000 inch with a surface finish of 32 rms or better, and
straightened to a maximum of 0.010 inch TIR., The barrel blanks were approxi-
mately 90 inches long in order to allow trim stock for final machining into
an 84-inch-long barrel configuration,

3.2 RIFLING CONFIGURATION

A lb~groove gain twist rifling configuration was selected, as shown in
Figure 1. The gain twist coordinates are described in Table I. This rifling
geometry was selected to be compatible with the GAU~7/A weapon and ammunition.

3.3 ELECTROCHEMICAL RIFLING PROCESS DESCRIPTION

The results of Contract F08635-71-C-0206 indicated the desirability of
utilizing a stationary electrode approach for rifling of gun barrels. This
process, showr schematically in Figure 2, involves an insulated copper rod
which closely fits into the bore of the barrel blank. Grooves corresponding
to the desired rifling configuration are machined through the insulation and
into the copper electrode (Figure 3). After the electrode is slipped inside
the barrel blank, the electrolyte is pumped into one end of the barrel,
through the electrode grooves, and out the other end. A dc voltage is
introduced between the electrode (cathode) and the barrel blank (ancde) during
which a very rapid machining action occurs. By proper design of the electrode
grooves and selection of operating parameters (voltage, amperage, time, pres-
sure, temperature, and flow rate), the desired rifling groove depth and
geometry are obtained.

A sketch of the electrode is shown in Figure 4. TFor development pur-
poses, only two grooves were utilized which required indexing seven times to
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TABLE I. 25mm GAIN TWIST RIFLING COORDINATES

Y

Rotation Rotation
Station Degrees Station Degrees
(In.) Cumulative (In.) Cumulative
0 0° 42 245° 50!
2 0° 44 266° 37'
2.933 0° 46 288° 8!
3 0° 48 310° 5'
4 0° 42 50 332° 45!
6 3° 55! 52 356° 2!
8 8° 53! 54 379° 55!
10 15° 16' 56 404° 23!
12 22° 53! 58 429° 27"
14 31° 38! 60 455° 5°
16 41° 27! 62 481° 17°
18 52° 15" 64 508° 3!
20 63° 59' 66 535° 22'
22 76° 37! 68 563° 14'
24 90° 6! 70 591° 38'
26 104° 25" 72 620° 34'
28 119° 31' 74 650° 2!
30 135° 24' 76 680° 1'
32 152° 2! 78 710° 32!
34 169° 24' 80 741° 33!
36 187° 29! 82 773° 5!
38 206° 15! 82.5 780° 47!
40 225° 42! 84 804° 47°
5
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machine the required number of 14. Obviously in production, the goal would be
to machine all 14 grooves simultaneously. The electrode, barrel blank, and
associated holding fixtures are shown in Figire 5. The assembled apparatus,
ready for machining, is shown in Figure 6.

3.4 DEVELOPMENT OF TOOLING AND ELECTROCHEMICAL RIFLING PARAMETERS

Initial rifling tests were conducted using short length (12-inch) barrel
blanks to establish optimum electrolyte and machining parameters for the dif-
ferent materials. Both sodium chloride (NaCl) and sodium nitrate (NaNOj3)
electrolytes were evaluated with Pyromet 860, Alloy 718, and CG-27 barrels
to determine the effect of electrolyte on surface finish and machining rate.
Previous work had established that NaNO3 electrolyte would be required to
electrochemically rifle the Pyromet X-15 barrels. The short length electrode
and tooling set-up are shown in Figure 7.

In addition to the electrolyte studies, tests were run with short length
barrels of 4340 steel to determine the effect of electrode groove depth on
machining characteristics. During these tests, groove depth was varied from
0.065-inch to 0.125-inch deep (Table II). Satisfactory rifling grooves were
obtained with all the different electrode grooves. As a result, an electrode
groove depth of 0.125 inch was selected for subsequent tests since the greater
groove area allows higher electrolyte flow rates. This results in faster
removal of heat and reaction products from the barrel during the machining
operation.

Initial tests with the short length 4340 steel barrel blanks were run
using 1/2 1b/gallon sodium chloride electrolyte. Two additional tests were
run with 4340 using 2 and 2 1/2 1b/gallon sodium nitrate electrolyte
(Table II). While surface finishes obtained with sodium nitrate were satis-
factory, machining times were longer than those required with the sodium
chloride electrolyte,

Tests were run with short length Pyromet X-15 barrel blanks using 1,
11/2, 2, and 2 1/2 1b/gallon sodium nitrate electrolyte (Table III). Based
on results of these tests, an electrolyte concentration of 2 1/2 1lb/gallon
sodium nitrate was selected for rifling of full length barrels of Pyromet
X-15.

Tests with CG-27 (Table IV) and Pyromet 860 (Table V) showed that sodium
chloride electrolyte gave slightly better surface finishes than the sodium
nitrate solutions, with essentially equivalent machining rates. Tests with
Alloy 718 showed slightly higher machining rates as well as improved surface

finishes with sodium nitrate electrolyte compared to the sodium chloride (Table vI),

3.5 ELECTROCHEMICAL RIFLING OF FULL LENGTH BARRELS

The next step in this effort was to extrapolate the parameters and data
developed on the 12-inch barrel blanks to electrochemical rifling of full
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length, 84-inch-long barrel blanks. 7he intent was to rifle at least two
blanks each of Pyromet X~15 and CG-27, and one cach of Pyromet 860 and
Alley 718,

Initially, in oxder to inexpensively confirm results obtained with short
length tests, a full length barrel of 4340 steel was rifled using electrodes
having various groove depths (Table VII). The electrodes used in these tests
had straight grooves for the entire length of the barrel. Test No. 1 used an
electrode having 0,075-inch-deep grooves. Test No. 2 used an electrode having
0.075~inch-deep grooves for 7 inches on each end and 0.085-inch grooves for
the middle 76 inches of the groove. Test No, 3, 4, 5, and 6 used an electrode
with 0.125-inch-deep grooves to evaluate different operating parameters and
electrolytes., Results of these tests (Table VIII) show the following:

1. All tests with sodium chloride electrolyte resulted in deeper machin-
ing in the center of the barrel than at the ends of the barrel.

2, Use of an electrode having a step in the center position (Test No. 2)
tended to reduce the excess machining in the center of the barrel.

3. Best results were obtained with the electrode having the 0.125-inch-
deep grooves.

4, Sodium chloride is the best electrolyte for use with 4340 steel
barrels.

Based on tests with the full length, straight groove electrodes, barrels
of 4340 steel, Pyromet X-15, Alloy 718, CG-27, and Pyromet 860 were rifled
using the gain twist electrode shown in Figures 4 and 5. Electrochemical
machining parameters for these operations are shown in Tables IX through XV.

The groove geometries, typified by Figure 8, looked good for all mate-
rials. The radius at the base of the grooves was typically 0.060 inch com-
pared to 0.025 inch which was specified for broach rifling. It is believed
that such a configuration is ertirely satisfactory and may offer advantages
of minimizing the shear stresses on plastic rotating bands and of minimizing
a potential stress riser (or notch effect) for barrel materials that exhibit
marginal fracture toughness. The groove width was intentionally made wider
than that cpecified in order to retain the same available groove volume for
the projectile rotating bands.

Surface finish measurements taken at the base of the groove on each
material were 32 rms or better for 4340 steel, Pyromet X-15, and Alloy 718
which meets drawing requirements. The CG-27 and Pyromet 860 barrels showed
a surface finish of about 150 rms on the grooves. Metallographic examination
(Figure 9) was conducted on all materials. No intergranular attack was noted

’
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GROOVE DIA BORE DIA
1.026 0.984 +0.002
+0,002 }
GROOVE DEPTH MAX RADIUS = 0.025 4
0.020 MIN RADIUS =
Se— h . ]
: / 3
RADIUS T
MAX = 0.003 )
MIN = 0.010 GROOVE WiDTH

0.1467

* 5
F 3
Figure 8, Typical Electrochemically Rifled Grooves, Pyromet X-15 ;
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PYROMET X-15 200X PYROMET 860 200X

L

CG-27 200X ALLOY 718 200X

gy 4

4340 STEEL 200X

Figure 9. Typical Microstructure at Base of Electrochemically Machined Groove
Showing No Intergranular Attack
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on any of the materials, but the CG-27 and Pyromet 860 showed non-uniform
electrochemical machining, probably associated with microsegregation within
the alloys, which accounts for their poorer surface finish., Additional opti-
mization of electrolyte composition and electrochemical machine operating

‘ parameters would undoubtedly improve this condition and would be desirable

3 prior to a production rup.

The electrochemically rifled barrel blanks were air-gauged to determine
groove-to-groove and end-to-end variation in groove diameters. The data are
summarized in Table XVI. The desired tolerance of 1.026 to 1.028 inches was
essentially achieved on the Pyromet X-15, barrel No. 1 except for a few read-
ings that were 1.029. 1his is considered to be an exceptional achievement
with the rather crude equipment and two groove developmental electrode that
- was utilized. As can be seen from Table XVI, the other barrel blanks were
within groove diameter tolerance of = 20,004, which is still considered highly
successful, since only one or two barrels of each material were rifled with
the developmental tooling. It is believed that the oversize condition in the
mid-position of the barrels resulted from an increase in electrolyte tempera-
ture as it was pumped through alternately from each end, thus increasing its
machining rate., More work devoted to refinement of the electrode design and
; operating parameters would undoubtedly be effective in improving the attain-
able tolerance on a production basis.

-

3.6 FINISH MACHINING OF PYROMET X-15 TEST BARRELS

The Pyromet X-15 barrel Nos. 1 and 3 were finish machined into a GAU-7/A
configuration per Philco-Ford Drawing No, 728495. These barrels, shown in
Figure 10, were dimensionally inspected and delivered to the Air Force.
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Figure 10. Electrochemically Rifled GAU-7/A Barrels
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SECTION 1V

TASK II - ELECTROCHEMICAL GUN DRILLING INVESTIGATION

The goal for this task was to investigate the feasibility of electro-
chemical gun barrel drilling in the 25mm size range. Gun drilling costs
represent a significant portion of barrel manufacturing costs, particularly
for difficult-to-drill alloys. This effort was directed toward determining
if electrochemical gun drilling showed potential for competing with conven-
tional techniques on the basis of quality and ultimate production cost.

4,1 BASIC APPROACHES FOR ELECTROCHEMICAL GUN BARREL DRILLING

Two basic approaches, shown schematically in Figure 11, were investigated.
The conventional forward flow process (Section 4,3) which was investigated
initially was useful in demonstrating feasibility but indicated that consid-
erably more development effort was required. Subsequently, a new reverse-
flow process (Section 4.4) was investigated with much more encouraging
results,

Both processes involve an electrode which is placed in a machine having a
movable head, and the part to be drilled was secured directly below the elect-
rode., A typical set up for the conventional forward flow process is shown in
Tigure 12, During this machining operation the electrolyte is pumped through
the center hole of the electrode and out across the tip. Simultaneously a
dc potential is imposed, with the electrode being negative and the work-
piece positive, The electrode is slowly fed into the workpiece, and the
metal directly in front of the electrode tip is dissolved electrochemically.
This results in a machined hole which has the same configuration as the elect-
rode tip. The reverse flow process is similar except that the fresh electrolyte
is pumped from the outside of the electrode across the cutting tip, and back
out through the center of the electrode. Since the charged electrolyte and
machining residue does not come in contact with the machined surface, stray
and uncontrolled etching is minimized as discussed below. A sketch of the
electrode used for both processes is shown in Figure 13. TFigure 14 shows the
pressure-seal arrangement utilized for the reverse-flow process.

4.2 MATERIALS

Two materials, 4340 steel and Pyromet X-15, were selezted for this task.
These were selected as the two least expensive of the potential barrel materials
for Task I and were considered to be representative, since all of the materials
exhibit very similar electrochemical machining characteristics. The 2-3/4~inch
diameter bar stock was heat treated and cut to 8 or 12-inch lengths in preparation
for the gun barrel drilling trials.

4,3 ELECTROCHEMICAL DRILLING TRIALS (FORWARD FLOW)

The initial test on this task (Test Ne, 1, Table XVII), using sodium
chloride electrolyte and a 4340 steel bar, resulted in failure of the insula-
tion on the electrode. This failure caused the side of the barrel wall to
wash out and become uneven adjacent to the points of insulation failure. The
electrode was reinsulated using fiberglass/epoxy insulation, and testing was
continued.
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In Test No., 2, a hole was drilled 5.080 inches deep at which point the
tip of the electrode shorted out against the workpiece and shut down the
machine. This apparently was caused by the electrode vibrating inside the
hole and touching the side of the hole.

For subsequent tests, spacers were placed on the electrode near the tip
to minimize the vibration of the electrode. A hole was drilled 9.550 inches
deep in a 4340 steel bar (Test 4); however, the hole was rough and ureven due
to excessive stray etching on the side of the hole from the sodium chlo.ide
electrolyte. Y

Electrochemical gun barrel drilling trlals were run on Pyromet X-15 bar
vsing a sodium nitrate electrolyte (Table XVIII). The walls of the hole were
smooth, but the hole was uneven on the inlet and walls. This was apparently
due to turbulence of the electrolyte caused by f{low around the spacers, The
hole appearance was very good below the spacers.

It is believed that the difficulty in controlling dimensions during the
electrochemical gun barrel drilling resulted primarily from stray etching
along the hole during exit of the electrolyte. The magnitude of this problem
was probably related to varying amounts of machining residue which undoubtedly
affect the conductivity of the electrolyte.

4.4 ELECTROCHEMICAL DRILLING TRIALS (REVERSE FLOW)

In contrast to the forward-flow trials (Section 4.3) no problems with
electrode vibration or shorting were encountered during the trials with the
reverse flow tooling. MHowever, although this effort was considered very
successful, two major problems impaired achievement of an optimum demonstra-
tion of the process, i.e. (1) power supply failures, and (2) inadequate
electrolyte cooling capability, both of which were strictly equipment prob-
lems. The lack of adequate electrolyte cooling capability presented a
problem with the control of hole size during the drilling operation. During
machining, heat is generated, resulting in an increase in the temperature
of the electrolyte. As the electrolyte temperature increases, the conductivity
also increases causing a slight increase in the machining rate. This in turn
causes the overcut (gap between the electrode tip and the wall of the hole) to
increase. As a result, the holes drilled during this program increased in size
from the top to the bottom of the part, due to the increase in electrolyte
temperature as the hole was being drilled. With an adequate cooling system
this problem would not be encountered.

During electrochemical machining operations, the major factors affecting hole
size are (1) machining voltage, (2) electrolyte conductivity, and (3) feed rate
of the tool into the part. In general, feed rates are set as high as possible
to reduce machining times.

During initial tests to drill 4340 steel (Test No. 1, Table IXX)
machining was started at a feed rate of 0.05 in/min at 20 volts, The rate was
increased to 0.075 in/min and drilling was proceeding satisfactorily until a
power supply failure occured at 2,692-inches deep. On Test No. 2, machining
was started at 0.075 in/min and increased to 0.10 in/min where it w-~< maintained
for the remainder of the test.
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For Test No. 4, feed rate was increased to 0,115 in/min and voltage was
increased to 24 volts. TFor Test No. 5, the rate was maintained at 0,115 in/min
and voltage decreased to 22 volts., Test No, 6, 7, and 8 were run at 0.115 in/
min. feed rate and 20 volts. These tests allow a limited comparison of the effect
of both voltage and feed rate on hole size. Figure 15 shows that hole size was
decreased approximately 0,015~-inch by increasing feed rate from 0.10 to 0.115
in/min, Figure 16 shows that hole size decreases as voltage is decreased. Both
figures show the effect of increased hole size due to an increase in electrolyte
temperature during the hole drilling operation.

The initial test to electrochemically gun drill Pyromet X-15 (Test No. 1,
Table XX) was made in a short rod at 20 volts and a feed rate of 0.05 in/min.
For Test No. 2, feed rate was increased to 0,08 in/min. At this rate, machin-
ing amperage was comparable to that obtained with 4340 steel at a feed rate of
0.10 in/min (Test No. 2, Table 1). (The higher amperage required to machine the
Pyromet X-15, results from the difference in the chemical composition of the two
materials). Test No. 3 was undertaken to drill a hole in a full length (8-inch)
piece of Pyromet X-15, Power supply failure occurred three times during the drill-
ing of this hole. As a result, oversize rings were produced in the part at the
point of each machining interruption. With the exception of the rings, this part
looked very good.

Pyromet X-15 part No. 4 was drilled to a depth of 8 inches without diffi-
culty, producing a very good looking hole. Hole size increased about 0,008-
inch due to the increase in electrolyte temperature.

Hole sizes for the 4340 and Pyromet X-15 parts are tabulated in Tables XXI
and XXII, respectively. As mentioned previously, hole size for all parts in-
creased in the direction of drilling due to the increase in electrolyte temper-
ature during the machining of each hole. Proper control of electrolyte temper-
ature would eliminate this problem.

In general, the diameter of the holes in both 4340 steel and Pyromet X-15
are round within 0.002-inch. Repeatability of size is within 0.00l-inch for
Test No. 6, 7, and 8 in 4340 steel, which were drilled at the same voltage and
feed rate settings. Surface finish of the hole was approximately 50 rms for
the 4340 and 16 rms for the Pyromet X-15, which is considered to be very good
for electrochemically machined parts. Typical surface finish requirements for
gun barrel bores are 32 rms. Although it was originally believed that a mech-
anical honing operation would be necessary after electrochemical drilling,
these data indicate that such an operation may not be necessary for some
materials., Flow lines and stray etching obtained with forward flow process
were also eliminated by the use of the reverse flow tooling.

In summary, the reverse flow drilling process appears very promising for
gun barrels, particularly for difficult-to-drill nickel and cobalt base super-
alloys. For these materials a significant economic advantage would be realized
since they could be electrochemically drilled as cheaply as gun steel due to
comparable material removal rates.
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SECTION V

A PRODUCIBILITY STUDY

In order to predict production costs for electrochemical rifling of 25mm,
7~-foot-long barrels, a cursory producibility study was conducted using Pyromet
X-15 as a baseline material. Manhours were estimated for rifling quantities
of 10, 100, or 1000 barrels per month for a period of one year. The estimates \
do no include cost of the electrochemical machining power supplies since this
multipurpose equipment would necessarily be amortized over a longer period of
time and for many other uses in addition to rifling. For comparison, estimates
were prepared for conventional broaching utilizing previous data generated on !
25mm Pyromet X-15 barrels. Similarly, the broaching estimates do not include
cost of the rifling machine.

T~

The estimates, summarized in Table XXIII show that the manhours required
for electrochemical rifling are significantly lower than for broaching, parti-
cularly for large quantities. The tooling costs are also lower for electro-
chemical machining, since they can essentially be considered non-perishable,
while the broaching cutters must be periodically sharpened and replaced. The
i electrochemical rifling tooling costs reflect costs of electrodes plus spares
3 and associated plumbing and fixturing to machine one barrel at a time for all
3 quantities considered.The higher tooling cost for 1000 barrels per month
} include added development required to fabricate high integrity 14 groove
electrodes. The broaching tooling costs include cost of sine bar, cutter
heads, and cutters with adequate spares to machine 10 and 100 barrels per
3 month on a single machine. Quantities of 1000 barrels per month would require
8 rifling machines or development of wafer broaching techniques to rifle all
14 grooves simultaneously. Wafer broaching would be less time consuming than
broaching only two grooves at a time, but anticipated tool life would be very
low and necessary development costs are difficult to predict. Without this
informaticn, the tooling costs required for 8 machines were included in the
estimates for the 1000 barrels per month, recognizing that this approach is
: not realistic for large quantities.

3 Based on the above, the cost advantages of electrochemical rifling are

] readily apparent. These cost advantages are magnified tremendously when

difficult to machine alloys, such as nickel and cobalt base superalloys are

considered as barrel or liner materials. The electrochemical rifling costs

for these materials would not be unlike those for gun steel or Pyromet X~15

] while conventional broaching costs would be prohibitive for some of the more

1 difficult to machine alloys primarily due to the extremely low expected tool

life. 1In addition, some of these alloys probably cannot be broached due to

their poor machineability. ’
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